UL Designs

UL Designs & Thickness — Floor
Assemblies

Click here for Roof Assemblies and Columns

UNRESTRAINED BEAM RESTRAI
THICKNESS TABLES NED
BEAM
THICKNE
SS
TABLES
Descripti UL Link ULPDF  CAD All MK6GF  Z106HY  All MK6GF ~ Z106HY
on Drawing
Protecte
d
Floor/Cell
ing
21/2" UL D739 PDF DWG D739 D739 D739 NA NA NA
NWC/LW Unres Al Unres Unres
C MK6GF ~ Z106HY
Fluted/C
ellular
2" UL D743 NA DWG D743 D743 D743 NA NA NA
NWC/LW Unres All - Unres Unres
C MK6GF ~ Z106HY
Fluted/C
ellular
21/2" UL D779 PDF DWG D779 D779 D779 NA NA NA
NWC/LW Unres All - Unres Unres
C, Fluted MK6GF  Z106HY
Corrugat ULD780 PDF DWG D780 D780 D780 NA NA NA
ed Deck Unres All - Unres Unres
MK6GF Z106HY
31/4" UL D782 PDF DWG D782 D782 D782 NA NA NA
LWC, Unres All - Unres Unres
Fluted MK6GF Z106HY
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https://ca.gcpat.com/en/solutions/products/monokote-fireproofing/ul-designs-thickness-roof-assemblies
https://ca.gcpat.com/en/solutions/products/monokote-fireproofing/ul-designs-thickness-columns
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D739&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327160&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D739.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D739.dwg
http://database.ul.com/certs/D739_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/certs/D739_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/certs/D739_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D743&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327166&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D743.dwg
http://database.ul.com/certs/D743_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/certs/D743_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/certs/D743_FLUTED_AND_CELLULAR_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D779&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327240&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D779.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D779.dwg
http://database.ul.com/certs/D779_FLUTED_DECK.pdf
http://database.ul.com/certs/D779_FLUTED_DECK.pdf
http://database.ul.com/certs/D779_FLUTED_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D780&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327242&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D780.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D780.dwg
http://database.ul.com/certs/D780_CORRUGATED_DECK.pdf
http://database.ul.com/certs/D780_CORRUGATED_DECK.pdf
http://database.ul.com/certs/D780_CORRUGATED_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D782&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327246&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D782.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D782.dwg
http://database.ul.com/certs/D782_FLUTED_DECK.pdf
http://database.ul.com/certs/D782_FLUTED_DECK.pdf
http://database.ul.com/certs/D782_FLUTED_DECK.pdf
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http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D798&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1085018482&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/gcpat.com/files/2017-06/D798%20Grace.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D798&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1085018482&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/gcpat.com/files/2017-06/D798%20Grace.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N706&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074328303&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-N706.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N706&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074328303&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-N706.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N706_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N779&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074328670&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-N779.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/N779.dwg
http://database.ul.com/certs/N779_UNRESTRAINED.pdf
http://database.ul.com/certs/N779_UNRESTRAINED_TYPE_MK6GF.pdf
http://database.ul.com/certs/N779_UNRESTRAINED.pdf
http://database.ul.com/certs/N779_RESTRAINED.pdf
http://database.ul.com/certs/N779_RESTRAINED_TYPE_MK6GF.pdf
http://database.ul.com/certs/N779_RESTRAINED.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N777&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074328651&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-N777.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/N777.dwg
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D925&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327398&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D925.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D925.dwg
http://database.ul.com/certs/D925_CELLULAR_DECK.pdf
http://database.ul.com/certs/D925_CELLULAR_DECK.pdf
http://database.ul.com/certs/D925_CELLULAR_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D925&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327398&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D925.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D925.dwg
http://database.ul.com/certs/N782_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N782_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE_MK6GF.pdf
http://database.ul.com/certs/N782_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE_Z106HY.pdf
http://database.ul.com/certs/N782_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N782_RESTRAINED_NORMAL_WEIGHT_CONCRETE_MK6GF.pdf
http://database.ul.com/certs/N782_RESTRAINED_NORMAL_WEIGHT_CONCRETE_Z106HY.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D925&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327398&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D925.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D925.dwg
http://database.ul.com/certs/N782_UNRESTRAINED_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N782_UNRESTRAINED_LIGHTWEIGHT_CONCRETE_MK6GF.pdf
http://database.ul.com/certs/N782_RESTRAINED_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N782_RESTRAINED_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N782_RESTRAINED_LIGHTWEIGHT_CONCRETE_MK6GF.pdf
http://database.ul.com/certs/N782_RESTRAINED_LIGHTWEIGHT_CONCRETE_Z106HY.pdf
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http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D985&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1085018487&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/D985%20Grace.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D985&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1085018487&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/D985%20Grace.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/certs/N852_RESTRAINED_LIGHT_WEIGHT_CONCRETE_MK6HY.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D985&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1085018487&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/D985%20Grace.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_RESTRAINE_AND_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D925&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327398&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D925.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D925.dwg
http://database.ul.com/certs/D925_FUTURE_FLOOR_NORMAL_WEIGHT_CONCRETE.pdf
https://gcpat.com/construction/en-us/v
http://database.ul.com/certs/D925_FUTURE_FLOOR_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.D925&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074327398&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-D925.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/D925.dwg
http://database.ul.com/certs/D925_FUTURE_FLOOR_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/certs/D925_FUTURE_FLOOR_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/certs/D925_FUTURE_FLOOR_LIGHTWEIGHT_CONCRETE.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N708&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1074328310&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL-Design-N708.pdf
https://ca.gcpat.com/sites/gcpat.com/files/2017-07/N708.dwg
http://database.ul.com/certs/N708_UNRESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/certs/N708_UNRESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/certs/N708_UNRESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/certs/N708_RESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/certs/N708_RESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/certs/N708_RESTRAINED_CELLULAR_DECK.pdf
http://database.ul.com/cgi-bin/XYV/template/LISEXT/1FRAME/showpage.html?name=BXUV.N852&ccnshorttitle=Fire-resistance+Ratings+-+ANSI/UL+263&objid=1083372737&cfgid=1073741824&version=versionless&parent_id=1073984818&sequence=1
https://ca.gcpat.com/sites/ca.gcpat.com/files/2017-06/UL%20Listing%20N852.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
http://database.ul.com/certs/N852_UNRESTRAINED_NORMAL_WEIGHT_CONCRETE.pdf
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Decks
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Concrete
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Support
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Support MK6GF Z106HY

Concrete ULJ957 PDF DWG J957 Unres  J957 Unres J957 Unres NA NA NA
Hollow All MK6GF Z106HY
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